
Photo1 : Silkscreen Discolored 

 

Photo 2: Blister and Discolored silkscreen 

 



Photo 3: Same PCB panel, some discolored, some OK. 

 

  



Observation 1: Fiber color changes dim dark on Problem Panel 

 

Bad 

 

Good 

 

Observation2: Gold finger Gold color change on Problem Panel 

 

 

Left: Good Right: Bad 

Upper: Bad 

Lower: Good 

Upper 1,2,3: Bad 

Lower: Good 


